
Approved Suppliers: 
Foundries Approved to Produce 70/30 
Copper Nickel (CuNi) Castings

Please Note:
If the casting is also a BW/SW fitting, Seller shall ensure the BW/SW
fitting manufacturer is also on the approved BW/SW fittings supplier
list.
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Seller shall flow down the substance of this provision to all of its
suppliers for the procurement of materials contained within this
Pervasive Commodity provision in each sub-tier purchase order.



Approved Suppliers: 
Foundries Approved to Produce 70/30 Copper Nickel Castings 

Copper Nickel (CuNi) 70/30 Casting Supplier Requirements

When providing CuNi 70/30 castings or CuNi 70/30 castings in an assembly, Seller shall utilize only the suppliers listed on the Buyer’s 
(Huntington Ingalls Newport News Shipbuilding or Electric Boat Corporation) approved CuNi 70/30 casting supplier list.  The approved 
list for Electric Boat Corporation may be accessed using the hyperlink provided at the bottom of the page.

If utilizing a CuNi 70/30 casting supplier other than one currently on the approved CuNi 70/30 supplier list, a VIR must be submitted to the 
Buyer requesting approval of the selected CuNi 70/30 casting supplier. An evaluation will be performed and the VIR will be answered.

In addition to, or in conjunction with, testing required elsewhere in the purchase order, the Seller shall invoke the following requirements 
on orders for CuNi 70/30 castings from a foundry approved by the Buyer:

a) For each heat, the foundry shall analyze and have available a chemical composition test report from an “A” (beginning of pour) and 
“B” (end of furnace charge pour) chemistry test coupon.  Test reports and chemistry coupons shall be identified as “A” and “B” in 
addition to the heat number traceability. 

b) Mechanical test bars are to be poured no sooner than 50% through the furnace charge pour.
c) The foundry or supplier shall maintain the “A” and “B” chemistry coupons and the mechanical test specimens, and their respective

test results, as objective quality evidence, subject to audit and further analysis by the Buyer.  
i. Retention shall be a minimum of seven (7) years.  
ii. Notify Buyer for disposition prior to disposal of records and specimens.

d) Buyer’s products may be poured in the same heat; however, the heat shall be unique to the Buyer (No other customer’s product shall 
be included in the heat.)

e) Chemistry and mechanical test report submittal shall be in accordance with the requirements contained elsewhere in this purchase
order. Unless otherwise specified elsewhere in the purchase order, the “B” coupon chemistry test results shall be submitted. 

The following hyperlink provides Electric Boat Corporation’s list of Foundries Approved to Produce 70/30 
Copper Nickel Fitting Castings (SC10-133).  http://www.gdeb.com/suppliers/10_quality/doc_44/
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http://www.gdeb.com/suppliers/10_quality/doc_44/


Approved Suppliers: 
Foundries Approved to Produce 70/30 Copper Nickel Castings 

The following hyperlink provides Electric Boat Corporation’s list of Foundries Approved to Produce 70/30 
Copper Nickel Fitting Castings (SC10-133).  http://www.gdeb.com/suppliers/10_quality/doc_44/

Seller’s use of an approved manufacturer does not relieve the Seller of its responsibility to ensure that all
technical, service, and Purchase Order requirements are met.
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In addition to using one of these approved manufacturers, Seller shall flow down the additional
CuNi 70/30 casting requirements from the previous page so that the manufacturer is aware that
those additional NNS/EB requirements are applicable.

http://www.gdeb.com/suppliers/10_quality/doc_44/
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